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WERLAR B WHLERFH A A IR A A
Company Name ZHEJIANG ZUCH TECHNOLOGY CO., LTD
shown on Report

H HE WHLE RIGT RIELU R X4 15 B 201 5
Address NO. 201, ROAD WEI #15, YUEQING ECONOMIC DEVELOPMENT ZONE,

YUEQING, ZHEJIANG, CHINA

DA IR Z e i Bt 5 B B IS SRAFIA
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

FE A FK AR L IR

Sample Name Housing with Glow wire material

R U H 3 2025.12.11

Sample Received Date Dec. 11, 2025

TR ARSI 1 30 2025.12.11-2025.12.17

Testing Period Dec. 11, 2025 to Dec. 17, 2025

RER WA 2 R, o BT ASRE SR 945 (PD), B(Cd), FR(Hg), ASHrE&(Cr(vI), el |

Z LK (PBBs), %R —2KHk(PBDES), 487k — H % [iH(DBP, BBP, DEHP,
DIBP) 47 M1k -

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls (PBBS),
Polybrominated Diphenyl Ethers (PBDESs), Phthalates (DBP, BBP, DEHP,
DIBP) in the submitted sample(s).

LI 8 sy T 5 3R w2 W T
Test Method/Test Result(s)  Please refer to the following page(s).

%/r 9% fé & ﬁﬂ 2025.12.18

Date
" paipres
1 R 2 3 Technical Manager

No. R262621473
b7 AR ER YA TR TR 5 22 B T DA X A PG I AR

CTI Building, Xing Dong Community, Xin’an Sub-district, Bao’an District, Shenzhen City, Guangdong Province, P.R. China
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Z54 Conclusion

T i HRABARHE RS gR
Tested Sample According to standard/directive Result
FEACHE & FRAE

. . . ¥4 PASS
Submitted Sample Client’s Limit
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CTI ¥ 1D ElL kT S=E =

CTI Sample ID Reference Report No.
001 A2250922743109001E
002 A2250922743109002E
003 A2250922743109003E
004 A2250922743109004E
005 A2250922743109005E

Rk

AR R B 51 B R R A IROR IR, “CTI #Rdh ID” R4S RSB T 51 B 300 B 5| FIHR & 2
5- CTI Kl IDF HHeE &8 e

Remark:

The samples with the reference information in the table above are non-tested in this report. Test results and the
photos of the " CTI Sample ID " column reference to "Reference Report Number - CTI Sample ID ™ column.



CTIE W A8 W

IR &
Test Report

&S A225092274310903E 30 12
Report No.  A225092274310903E Page 3 of 12
438 Test Method
AT H M7 MY 2
Tested Item(s) Test Method Measured Equipment(s)
5 Lead (Pb) IEC 62321-5:2013 ICP-OES
4% Cadmium (Cd) IEC 62321-5:2013 ICP-OES
7 Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES

75 Hexavalent Chromium (Cr(VI))

IEC 62321-7-2:2017 F1/8} IEC 62321-5:2013 il

et i
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

% I Polybrominated Biphenyls

IEC 62321-12:2023 GC-MS
(PBBs)
=2l S R IEC 62321-12:2023 GC-MS
Ethers (PBDES)
AT e — VA=
482 — HREE Phthalates (DBP, BBP, e e e
DEHP, DIBP)

i P 4 |
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K45 R Test Result(s)
VAT H Tested Item(s) Gl Kl AIERLHR Bﬁﬁ
001 002 003 MDL Limit
#' Lead (Pb) N.D. 14 mg/kg N.D. 2 mg/kg 600 mg/kg
% Cadmium (Cd) N.D. N.D. N.D. 2 mg/kg 60 mg/kg
7% Mercury (Hg) N.D. N.D. N.D. 2 mg/kg 600 mg/kg
7N Hexavalent Chromium (Cr(V1)) N.D. N.D. N.D. 8 mg/kg 600 mg/kg
WHRTA H Tested Item(s) fR Result TR R Iﬁﬁ
004 005 MDL Limit
#' Lead (Pb) 24 mg/kg 19 mg/kg 2 mg/kg 600 mg/kg
% Cadmium (Cd) N.D. N.D. 2 mg/kg 60 mg/kg
7K Mercury (Hg) N.D. N.D. 2 mg/kg 600 mg/kg
NE% Hexavalent Chromium (Cr(V1)) N.D. N.D. 8 mg/kg 600 mg/kg
WRAB E Tested Item(s) #R Resut FER IR BE{E
001 | 002 | o003 MDL Limit
ZIRELE Polybrominated Biphenyls (PBBs)
—JRELZR Monobromobiphenyl N.D. N.D. N.D. 25 mg/kg
“REER Dibromobiphenyl N.D. N.D. N.D. 25 mg/kg
—JREEZR Tribromobiphenyl N.D. N.D. N.D. 25 mg/kg
VYR Tetrabromobiphenyl N.D. N.D. N.D. 25 mg/kg
FLIREEA Pentabromobiphenyl N.D. N.D. N.D. 25 mg/kg 600 my/kg
7NIREEZR Hexabromobiphenyl N.D. N.D. N.D. 25 mg/kg
-LIRELTE Heptabromobiphenyl N.D. N.D. N.D. 25 mg/kg
JVIREEA Octabromobiphenyl N.D. N.D. N.D. 25 mg/kg
JLIREXZR Nonabromobiphenyl N.D. N.D. N.D. 25 mg/kg
+IREEA Decabromobiphenyl N.D. N.D. N.D. 25 mg/kg

Pr=P i i . | o~ AT B
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WHRTA H Tested Item(s) Gl il FERHR Bﬁﬁ
004 | 005 MDL Limit

ZIREZE Polybrominated Biphenyls (PBBs)

—REA Monobromobiphenyl N.D. N.D. 25 mg/kg

YR Dibromobiphenyl N.D. N.D. 25 mg/kg

ZRILF Tribromobiphenyl N.D. N.D. 25 mg/kg

VYRELZE Tetrabromobiphenyl N.D. N.D. 25 mg/kg

TR Pentabromobiphenyl N.D. N.D. 25 mg/kg

YRy . 600 mg/kg

7NIREEZR. Hexabromobiphenyl N.D. N.D. 25 mg/kg

LIREEZR Heptabromobiphenyl N.D. N.D. 25 mg/kg

JUIREXZR Octabromobiphenyl N.D. N.D. 25 mg/kg

JLIREXZR Nonabromobiphenyl N.D. N.D. 25 mg/kg

TIREXZR Decabromobiphenyl N.D. N.D. 25 mg/kg

WA E Tested Item(s) #R Resut FER IR BE{E
001 | 002 | o003 MDL Limit

ZIR K/ Polybrominated Diphenyl Ethers (PBDES)

—JR 2K Monobromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

IR KWK Dibromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

=R KW Tribromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

VYR — KM% Tetrabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

TR — 2K Pentabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg 600 mo/kg

INIR K% Hexabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

LR K% Heptabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

JVIR — KM% Octabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

JUIR K% Nonabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg

+-¥] — 4% Decabromodiphenyl ether N.D. N.D. N.D. 25 mg/kg
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WHRTA H Tested Item(s) Gl il FERHR BE{E
004 | 005 MDL Limit

Z IR —ZK®E Polybrominated Diphenyl Ethers (PBDES)

—JR KK Monobromodiphenyl ether N.D. N.D. 25 mg/kg

TR 2Kk Dibromodiphenyl ether N.D. N.D. 25 mg/kg

YRR Tribromodiphenyl ether N.D. N.D. 25 mg/kg

VU — KM Tetrabromodiphenyl ether N.D. N.D. 25 mg/kg

TR KTk Pentabromodiphenyl ether N.D. N.D. 25 mg/kg 600 ma/kg

NIRRT Hexabromodiphenyl ether N.D. N.D. 25 mg/kg

IR KM Heptabromodiphenyl ether N.D. N.D. 25 mg/kg

J\IR — 2K E Octabromodiphenyl ether N.D. N.D. 25 mg/kg

JUIR — 2K Nonabromodiphenyl ether N.D. N.D. 25 mg/kg

¥R — KWk Decabromodiphenyl ether N.D. N.D. 25 mg/kg

WRRTTH Tested Item(s) FiR Result TR IR BE{E
001 | 002 | o003 MDL Limit

48K — FEREE Phthalates (DBP, BBP, DEHP, DIBP)

Wor—HEB— N Difylphthatate N.D. N.D. N.D. 50 mg/kg | 600 mg/kg

(DBP) CAS#:84-74-2

AR FRTE FEM Butyl benzyl N.D. N.D. N.D. 50 mg/kg 600 mg/kg

phthalate (BBP) CAS#:85-68-7

AR ZHIR—(2- £ 4) Ol

Di-(2-ethylhexyl) phthalate (DEHP) N.D. N.D. N.D. 50 mg/kg 600 mg/kg

CAS#:117-81-7

AHE=HR—5FTH Diisobutyl N.D. N.D. N.D. 50 mg/kg 600 mg/kg

phthalate (DIBP) CAS#:84-69-5

AN 7

fa-]



CTI W 18 "y

IR &
Test Report

Wt %S A225092274310903E ET 127
Report No.  A225092274310903E Page 7 of 12
£ 8 Result Ty PR FRAE

WATA H Tested Item(s)

004 | 005 MDL Limit
AWK _HEREE Phthalates (DBP, BBP, DEHP, DIBP)
L8 —H & — T fis Dibutyl phthalate
(DBP) CAS#:84-74-2

oK IR T AR IR Butyl benzyl
phthalate (BBP) CAS#:85-68-7
WR IR (2-25) Ol
Di-(2-ethylhexyl) phthalate (DEHP) N.D. N.D. 50 mg/kg 600 mg/kg
CAS#:117-81-7

N.D. N.D. 50 mg/kg 600 mg/kg

N.D. N.D. 50 mg/kg 600 mg/kg

e 2y — . L
e e N.D. N.D. 50 mg/kg | 600 mg/kg ?
phthalate (DIBP) CAS#:84-69-5 :

[«
FEM ERALHEIR Sample/Part Description
Frs  CTIREM ID  fiiR <
No. CTI Sample ID  Description 1:
1 001 SRCrEE] )
White plastic
2 002 YR
Yellow plastic
3 003 ANER VS
Red plastic
4 004 RO R
Black plastic
5 005 JERERE

Blue plastic
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VE: XA, 88, R A DR S,
-N.D. = R (MFI7iER H R)
-mg/kg = ppm= H 32—
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million

F8u 12|
Page 8 of 12

N2 dm V7% A A NS
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IR FE Test Process
1. 4% Lead (Pb), % Cadmium (Cd), % Chromium(Cr)
PREFE L T AR 1A A ) T R

Weigh sample and place it
in a vessel

—

Add digestion reagent

Digest the sample

IRALHE R E
Y 7 AL ] B o
+ - Dry Ashing/ ,
H ICP-OES EETAHEF A]}lcyl' N Residue |
s ] ali Fusion/ it i
{:l Make up with Acid Dissolution <:
Analyzed by deionized water Filtration
ICP-OES S10NniZzed waler e
VBl
Solution
2. 7k Mercury (Hg)
FRELFE 0 T 745 TN k) T AR
—N :: >
Weigh samp le and place it —| Add digestion reagent Digest the sample
in a vessel
FHAE /I ) 7
VEAL <: % i
H ICP-OES BT ARER Alkali Fusion/ Residue o
VaRii <:I Make up with Acid Dissolution BT
Analyzed by ioni Filtration
ICP-OES deionized water .
i
Solution
3. A& Hexavalent Chromium (Cr(V1))
d\i*‘*ﬁi——*nﬂm s | 2l
Weigh sample and place it [—— n ).‘\ i ﬁiﬁﬁt” J — T i ¥
in a vessel Add digestion reagent Digest the sample
IR R I REE R pH {E WA, it
K Adjust the pH value
F——
Add test solution of the solution Cool and filter
4RV pH fH HEBTKER Fl UV-Vis 437
Adjust the pl‘_[ valizg v I\.:Iaklc up with — Analyzed by UV-Vis
of the solution deionized water

S\N 7

e M %/ 10 AWV
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4. ZRELZE Polybrominated Biphenyls (PBBs), %R —ZEF Polybrominated Diphenyl Ethers (PBDES)
MREF TEE T A BV 7R A HERFNRRERERA
Weigh sample and place ) Extracted with ——>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

I

i GC-MS 4 #i A LR E 2
G
Analyzed by GC-MS Make up with organic solvent

5. 48— HEREY Phthalates (DBP, BBP, DEHP, DIBP)

PRELFE ML T B JHA B A e ARUR R E RN
Weigh sample and place =) Extracted with ——>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

I

F GC-MS 4 #7 AL A

Analyzed by GC-MS Make up with organic solvent

"\ YW\ 7

[V Ry
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it By
Photo(s) of the sample(s)

F11 T L1271
Page 11 of 12

Hotline:400-6788-333 Complaint call:0755-33681700 www.cti—¢ert.com www.ctimall.com

E-mail:info@cti—cert.com Complaint E-mail:complaint@cti—cert.com

N Y v aal YAl ™y
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7 B Statement:

1 ARG LMAENSET . “THE? ARG R T IOG
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. ﬁ%%ﬁ%&ﬁﬁ? BRRBMIE A5 AR R B g AR, FRE R RO SR A BT, CTI ARAZSEHE L
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified,

3. AR I S5 SRA NS S 5T 5
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAEFA UM, 5 SME ILAC-G8:09/2019 / CNAS-GL015:2022 i faj 452 (w=0) —JtH5E ALIIEEAT
FFE T HE
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. R CTI-HHRFR, SIS ZHANRSE:

Without written approval of CTI, this report can’t be reproduced except in full;

6. WHkETHIELNEEPXNERER, Dby,

In case of any discrepancy between the English version and Chinese version of the reports (if generated),
the Chinese version shall prevail.

*kk jc&iﬂj:é:ln:ﬂi *xk
*** End of Report ***

R\ T VY 4

- Y



CTI 1£ 3 8 3|

FftF Appendix

ZPsEE R GEMREER) Client Reference Photo (Non-tested sample)

e
b | / 0123450705 1111131415151115«-;
; "2845!1!! 111:1:14151511““ 2 ,m’
-

A2250922743109002

1 12 1 - ecn
10 10

4 f gy \
mmqmwmm mmmm / )
mmfm ' l 'T\ \ ' VAL VL J . 0 4 8 9 11 12 13 14 15 16 11
9

A2250922743109003 A2250922743109004

awen i “‘.“"\“‘“‘u g ~ I lll IMI\H\\ \ll\l\l\hlwl‘l\mﬂ I

01 2 3 45 6 7 8 9 1112131‘1516\11!\9

N2

A2250922743109005
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7B Statement:
1. PSR EHEEFIRME, PIEE RO 5T, CTI AR SEH k.
The Appendix Information was/were provided by the applicant who should be responsible for the authenticity

which CTI hasn’t verified.
2. MRS AN A225092274310903E i 4 IHMFE -
The Appendix Information is/are the supplement(s) for the Report A225092274310903E.

o

|t
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